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TESTING LABORATORIES, INC.
HIGH TECHNOLOGY Oil ANALYSIS 
AND ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S. Plaza Dr. • PO. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

SAMPLE NAME: 
DESCRIPTION: 
SAMPLE DATE: 
SAMPLE TIME: 
SAMPLED BY:

RUBY DUMP 

06/06/94

STAN MIOiALS 
BROHM MINING OORP. 
P.O. BCK 485 
DEADWOOD, SD 57732

ACCOUNT NUMBER: TN1000
LAB NUMBER: ’‘19940607111 

DATE RECEIVED: 06/07/94 
TIME RECEIVED: 06:30 AM 

REPORT DATE: 06/16/94

mj

t

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, umhos/an 4960. Aluminum 258. 299.
Hardness 1521. Antimony .004 .005

PH 2.59 Arsenic 2.16 2.16
Solids, Dissolved, mg/1 7710. Bar inn .081 <082
Solids, Suspended, mg/1 22.0 Beryllium .798 .896
Turbidity, NTU • Boron • •

Gackn i urn .557 .587
Calcium 233. *

INORGANIC U NCNMETALLIC VALUE Chromium .366 .440
— Cobalt 1.14 1.14

Alkalinity 0.00 Copper 49.4 54.3

Bicarbonate 0.00 Gold .002 .003
Carbonate, mg/1 0.00 Iron 803. 922.
Chloride, mg/1 33.5 Lead <.001 <.001
Cyanide, Total, mg/1 <.010 Lithium .193 .218
Cyanide, WAD, mg/1 • Magne^i um 228. •

cyariide. Free, rtg/I ^ • Manganese 53.8 59.9
Fluoride, mg/1 .063 Mercury • <.0002
Nitrogen, Aumonia, mg/1 .266 Molybdenum .002 .003
Nitrogen, Nitrate, mg/1 22.7 Nickel .850 .872
Nitrogen, Nitrite, mg/1 <.050 Potassium 2.28 •

Sulfate, mg/1 4583. Selenium .018 .020
Silicon 8.51 12.9
Silver .005 .006
Sodium 18.4 •

Strontium • •

Vanadium .176 .179
Zinc 10.6 11.4

SPECIAL TESTS 

ACIDITY

VALUE

3116.
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TESTING LABORATORIES. INC.
Mta» TECMNOiOGv OH ARAIVSIS
and environmental testing

MID-CONTINENT

2381 S Plaza Dr • PO Box 3388 • Rapid City. SD 57709 
(605) 348-0111

—

STAN MICHALS 
BROtM MINING OORP. 
P.O. BOX 485 
DEADMOOD, SD 57732

SAMPLE NAME: RUBY DUMP 
DESCRIPTION:
SAMPLE DATE: 06/06/94 
SAMPLE TIME*.
SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19940607111 
06/07/94 
06:30 AM 
06/17/94

PHYSICAL PROPERTIES VALUE METALS me/1 DISSOLVED TOTAL

Conductivity, umhos/cm 4960. Al uni mat 258. 299.
Hardness 1521. Antimony .004 .005

PH 2.59 Arsenic 2.16 2.16
Solids, Dissolved, me/1 7710. Barium .081 .082
Solids, Suspended, me/1 22.0 Berylliun .080 .090

Turbidity, NTU • Boron • •

Cacknium .557 .587
Calcium 233. •

INORGANIC & NCMIETALLIC VALUE Chromium .366 .440
------------ --------------------------------------------------------------------- — Cobalt 1.14 1.14
Alkalinity 0.00 Copper 49.4 54.3
Bicarbonate 0.00 Gold .002 .003
Carbonate, me/1 0.00 Iron 803. 922.
Chloride, me/1 33.5 Lead <•001 <.001
Cyanide, Total, me/1 <.010 Lithium .193 .218
Cyanide, WAD, me/1 • Maenesiun 228. •

Cyanide, Free, aac/1 • Maneanese 53.8 59.9
Fluoride, me/1 .063 Mercury • <.0002
Nitroeen, Amnonia, me/1 .266 Molybdenun .002 .003
Nitroeen, Nitrate, me/1 22.7 Nickel .850 .872
Nitroeen, Nitrite, me/1 <.050 Potassiun 2.28 •

Sulfate, me/1 4583. Selenium .018 .020
Si 1 icon 8.51 12.9
Silver .005 .006
Sodium 18.4 •

Strontium • •

Vanadium .176 .179
Zinc 10.6 11.4

SPECIAL TESTS VALUE
, Jj Pj

ACIDITY 3116. APPROVED iJCJk to

DATE:
= i*i a im



TESTING LABORATORIES. INC.
HIGH TECHNOLOGY OH ANALYSIS 
ANO ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S Plaza Dr • PO. Box 3388 • Rapid City. SD 57709 
(605) 348-0111

—

STAN MICHALS 
BROW MINING OORP.
P.O. BOX 485 
DEADWOOD, SD 57732

__________________ ____________________________________________

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 06/06/94

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19940607111 
06/07/94 
06:30 AM 
06/17/94

**• r - *• - -------- ---- ~

PHYSICAL PROPERTIES

— - _ *.

VALUE METALS mg/1

,. ...

DISSOLVED TOTAL

Conductivity, umhos/cra 4960. Aluminum 258. 299.
Hardness 1521. Antimony .004 .005
PH 2.59 Arsenic 2.16 2.16
Solids, Dissolved, mg/1 7710. Barium .081 .082
Solids, Suspended, mg/1 22.0 Beryllium .080 .090

Turbidity, NTU • Boron • •

Cadmium .557 .587
Calcium 233. •

INORGANIC & NONMETALLIC VALUE Chromium .366 .440

— Cobalt 1.14 1.14
Alkalinity 0.00 Copper 49.4 54.3
Bicarbonate 0.00 Gold .002 .003
Carbonate, mg/1 0.00 Iron 803. 922.
Chloride, mg/1 33.5 Lead <.001 <.001
Cyanide, Total, me/1 <.010 Lithium .193 .218
Cyanide, WAD, mg/1 • Magnesium 228. •

Cyanide, Free, mg/1
• Mahganese —*~SSv8 * 59.9

Fluoride, mg/1 .063 Mercury • <.0002
Nitrogen, Ammonia, mg/1 .266 Molybdenum .002 .003
Nitrogen, Nitrate, mg/1 22.7 Nickel .850 .872
Nitrogen, Nitrite, mg/1 <.050 Potassium 2.28 •

Sulfate, mg/1 4583. Selenium ✓ .018 .020
Silicon 8.51 12.9
Silver .005 .006
Sodium 18.4 •

Strontium • •

Vanadium .176 .179
Zinc 10.6 11.4
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TESTING LABORATORIES, INC.
«IGH TECHNOLOGY Oil analysis 
ano environmental TESTING

MID-CONTINENT

2381 S, Plaza Dr • PO, Box 3388 • Rapid City. SD 57709 
(605) 348-0111

STAN MICHALS 
BROHM MINING GCRP.
P.O. BOX 485 
DEADWOOD, SD 57732

..__________________________________________________________________________________________________________________

SAMPLE NAME: 
DESCRIPTION: 
SAMPLE DATE: 
SAMPLE TIME: 
SAMPLED BY:

RUBY DUMP

06/09/94

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19940610108 
06/10/94 
06:30 AM 
06/14/94

PHYSICAL PROPERTIES VALUE

Conductivity, umhos/cm 4870. 
Hardness 1354.
PH 2.60
Solids, Dissolved, mg/1 7100. 
Solids, Suspended, mg/1 22.0
Turbidity, NTU

INORGANIC & NONMETALLIC VALUE

Alkalinity 0.00
Bicarbonate 0.00
Carbonate, mg/1 0.00
Chloride, mg/1 31.5
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Ammonia, mg/1 
Nitrogen, Nitrate, mg/1 18.8 
Nitrogen, Nitrite, mg/1 <.050
Sulfate, mg/1 4318.

METALS n«/l DISSOLVED TOTAL

Aluminum 250. 266.
Antimony 
Arsenic 1.62

•

1.93
Barium
Beryl 1iim 
Boron
Catknium

•

•

•

.563

•

•

•

.594
Calcium
Chromium
Cobalt

224.

•

•

•

•

•

Copper
Gold

46.4

•

49.7

•

Iron
Lead
Lithium)

808.
•

•

927.
•

•

Magnesium 193. •

Manganese 71.7 78.0
Mercury
Molybdemm
Nickel
Potassium)

•

•

•

2.11

•

•

•

•

Selenium
Silicon
Silver
Sodium
Strontium
Vanadiim

•

•

•

17.4

•

•

•

•

•

•

•

•

Zinc 10.1 10.4
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2381 S. Plaza Dr. • PO. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

—-------------------------------------------------------------------------------------------

STAN MICHALS 
BROHM MINING OORP.
P.O. BOX 485 
DEADWOOD, SD 57732

«______________________________________________________________ J

J
SAMPLE NAME: RUBY DUMP 
DESCRIPTION:
SAMPLE DATE: 06/09/94 
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19940610108 

DATE RECEIVED: 06/10/94 
TIME RECEIVED: 06:30 AM 

REPORT DATE: 06/14/94

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, umhos/cm 4870. Aluminum 250. 266.
Hardness 1354. Antimony • •
PH 2.60 Arsenic 1.62 1.93
Solids, Dissolved, mg/1 7100. Barium • •

Solids, Suspended, mg/1 22.0 Beryllium •

Turbidity, NTU • Boron a
Cadmium .563 .594
Calcinn 224.

INORGANIC & NONMETALLIC VALUE Chromium • .

Cobalt • •

Alkalinity 0.00 Copper 46.4 49.7
Bicarbonate 0.00 Gold • X .
Carbonate, mg/1 0.00 Iron 808. Y 927.
Chloride, mg/1 31.5 Lead •
Cyanide, Total, mg/1 <.010 Lithium . ’ i . —

Cyanide, WAD, mg/1 . * Magnesium 193.
Cyanide, Fred, mg/1 i -f 1 . 1' •' i >M^nganese M.7 78.0
Fluoride, mg/1 • Mercury • •
Nitrogen, Ainnonia, mg/1 • Molybdenum • •
Nitrogen, Nitrate, mg/1 18.8 Nickel • •
Nitrogen, Nitrite, mg/1 <.050 Potassium 2.11 •
Sulfate, mg/1 4318. Selenium • •

Silicon • •
Silver 9 .

Sodium 17.4
Strontium •
Vanadium • *

Zinc 10.1 10,4

SPECIAL TESTS VALUE

ACIDITY 3116.
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III' 2381 S. Plaza Dr • P.O Box 3388 • Rapid City, SD 57709 

(605) 348-0111

---------------------------------------------------------------------------------------------------------- N,

STAN MICHALS 
BRCHM MINING OORP.
P.O. BOX 485 
DEADWOOD, SD 57732

.

SAMPLE NAME: RUBY DUMP
DESCRIPTION:
SAMPLE DATE: 06/13/94
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19940614110 
06/14/94 
07:30 AM 
06/16/94

i'I

111

PHYSICAL PROPERTIES VALUE

Conductivity, umhos/cm 4840. 
Hardness 1456.
PH 2.57
Solids, Dissolved, mg/1 7226. 
Solids, Suspended, mg/1 16.0
Turbidity, NTU

INORGANIC & NONMET ALL IC VALUE

Alkalinity 0.00
Bicarbonate 0.00
Carbonate, mg/1 0.00
Chloride, mg/1 33.5
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Amnonia, mg/1 
Nitrogen, Nitrate, mg/1 18.2 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1 4758.

METALS mg/1 DISSOLVED TOTAL

Aluminum 265. 285.
Antimony
Arsenic

•

1.99
•

2.08
Barium
Beryllium
Boron
Cadnium

•

•

.562

•

•

.581
Calcium 235. •

Chromium
Cobalt
Copper
Gold

•

47.9

•

•

49.9

•

Iron
Lead
Lithium

750.
•

•

792.
•

•

Magnesium 211. •

Manganese
Mercury
Molybdenum
Nickel

60.4

•

•

•

63.1

•

•

•

Potassium 2.25 •

Selenium
Silicon
Silver
Sodium
Strontium

•

•

•

17.8
•

•

•

•

•

•

Vanadium
Zinc

9179 •

9.96

lilt*
ill

# SPECIAL TESTS VALUE

ACIDITY 3184. APPROVED BY:

DATE
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TESTING LABORATORIES. INC.
«IGM TECHNOLOGY Oil ANALYSIS 
AND ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S. Plaza Dr • P.O. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

STAN MICHALS 
BRGHM MINING CORP. 
P.O. BOX 485 
DEADWOOD, SD 57732

.4 * 4

PHYSICAL PROPERTIES VALUE

Conductivity, umhos/cm
Hardness
PH
Solids, Dissolved, rag/1 
Solids, Suspended, mg/1 
Turbidity, Nil)

INORGANIC & NONMETALLIC

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, mg/1 
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/l 
Fluoride, mg/1 
Nitrogen, Ainnonia, mg/1 
Nitrogen, Nitrate, mg/1 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1

4840.
1456.

2.57
7226.

16.0

VALUE

0.00
0.00
0.00

33.5
<.010

18.2

4758.

SPECIAL TESTS 

ACIDITY

VALUE

3184.

METALS mg/1

Alumimm 
Antimony 
Arsenic 
Barium 
Beryl linn 
Boron 
Cadmium 
Calcium 
Chromium 
Cobalt 
Copper 
Gold 
Iron 
Lead 
Lithium 

, Mageeslup 
Manganese 
Mercury 
Molybdenum 
Nickel 
Potassium 
Selenimn 
Si1icon 
Silver 
Sodium 
Strontium 
Vanadiian 
Zinc

SAMPLE NAME: RUBY DUMP 
DESCRIPTION:
SAMPLE DATE: 06/13/94 
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19940614110 

DATE RECEIVED: 06/14/94 
TIME RECEIVED: 07:30 AM 

REPORT DATE: 06/16/94

DISSOLVED TOTAL 

265. 285.

1

235

47

750

211
60

17

99

562

9 49

792

63

25

79 '9

08

581

96
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2381 S. Plaza Dr • P.O Box 3388 • Rapid City. SD 57709 
(605) 348-0111

STAN MICHALS 
BROW MINING CHRP. 
P.O. BOK 485 
DEADWOOD, SD 57732

SAMPLE NAME: 
DESCRIPTION: 
SAMPLE DATE: 
SAMPLE TIME: 
SAMPLED BY:

RUBY DUMP

06/16/94

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19940617107 
06/17/94 
06:30 AM 
06/20/94

1 l !
' I

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, unhos/cm 4770. Aluminum 270. 281.
Hardness 1375. Antimony • •

PH 2.61 Arsenic 1.33 1.63
Solids, Dissolved, mg/1 6868. Bar inn • •

Solids, Suspended, mg/1 <10.0 Beryl 1ium • •

Turbidity, NTU • Boron
Cadmium .556 .587
Calcium 221. •

INORGANIC & NONMETALLIC VALUE Chromium
Cobalt
Copper

• •

Alkalinity 0.00 46.5 48.6
Bicarbonate 0.00 Gold • •

Carbonate, mg/1 0.00 Iron 690. 766.
Chloride, mg/1 31.0 Lead • •

Cyanide, Total, mg/1 <.010 Lithium • •

Cyanide, WAD, mg/1 • Magnesium 200. •

Cyanide, Free, mg/1 • Manganese 54.2 58.9
Fluoride, mg/1 • Mercury • •

Nitrogen, Anmonia, mg/1 • Molybdenum • •

Nitrogen, Nitrate, mg/1 19.0 Nickel • •

Nitrogen, Nitrite, mg/1 • Potassium 2.05 •

Sulfate, mg/1 3828. Selenium
Silicon
Silver
Sodium

•

•

•

18.8

•

•

•

•

Strontium
Vanadium
Zinc

•

11.0

•

12.1

SPECIAL TESTS VALUE
S,

7/2?

ACIDITY 4297. APPROVED by:
DATE'r''^

-7<r U
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2381 S. Plaza Dr • PO. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

4
r

STAN MICHALS

>

BROtM MINING CCRP.
P.O. BOX 485
DEADWOOD, SD 57732

______

SAMPLE NAME: RUBY DUMP
DESCRIPTION:
SAMPLE DATE: 06/16/94

SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

f ...

W1000
19940617107 
06/17/^4 

06:30 AM 
06/20/94

PHYSICAL PROPERTIES VALUE

Conductivity, umhos/cm 4770. 
Hardness 1375.
PH 2.61
Solids, Dissolved, me/1 6868. 
Solids, Suspended, mg/1 <10.0 
Turbidity, NTU

INORGANIC & NOI'METALLIC VALUE

Alkalinity 0.00
Bicarbonate 0.00
Carbonate, mg/1 0.00
Chloride, mg/1 31.0
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 ,
Cyanide, Free, mg/1 .
Fluoride, mg/1 ,
Nitrogen, Anutonia, mg/1 .
Nitrogen, Nitrate, mg/1 19.0 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1 3828.

METALS m/l DISSOLVED TOTAL

Aluminum 270, 281.
Antimony t •

Arsenic 1.33 1.63
Barium a
Beryllium • «
Boron • •

Cadmium .556 .587
Calcium 221. 9

Chromium • 9

Cobalt • •

Copper 46.5 48.6
Gold • «

Iron 690. 766.
Lead • •

Lithium • 9

Magnesium 200. •
Manganese 54.2 58.9
Mercury • •

Molybdenum • •

Nickel • •

Potass iian 2.05 •

Selenium • •

Si1icon • •

Silver • •

Sodiira 18.8 •

Strontium • •

Vanadium • 9

Zinc 11.0 12.1



TESTING LABORATORIES, INC.
HIGH technology oil ANALYSIS 
AND ENVIRONMENTAL TESTING

MID-CONTINENT

2381 S Plaza Dr • PO. Box 3388 • Rapid City. SD 57709 
(605) 348-0111

---------------------------------------------------------------------------------------------------------- \

STAN MICHALS 
BROW MINING CORP.
P.O. BOX 485 
DEADWOOD, SD 57732

V*—_ _ _ _ _ _ _ _ _ _ _ _________ __ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

SAMPLE NAME: 
DESCRIPTION: 
SAMPLE DATE: 
SAMPLE TIME: 
SAMPLED BY:

RUBY DUMP

06/20/94

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19940621208 
06/21/94 
06:30 AM 
06/22/94

PHYSICAL PROPERTIES VALUE

Conductivity, imhos/cm 4730.
Hardness 1473.
PH 2.64
Solids, Dissolved, mg/1 7150. 
Solids, Suspended, mg/1 20.0
Turbidity, NTU

INORGANIC & NONMETALLIC VALUE

Alkalinity 0.00
Bicarbonate 0.00
Carbonate, mg/1 0.00
Chloride, mg/1 33.0
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/I 
Cyanide, Free, mg/1 .
Fluoride, mg/1 
Nitrogen, Amnonia, mg/1 
Nitrogen, Nitrate, mg/1 18.0 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1 4259.

METALS mg/1 DISSOLVED TOTAL

Aluminum 299. 319.
Antimony • •

Arsenic 1.21 1.23
Barium • •

Beryl 1ium • •

Boron • •

Cachnium .546 .553
Calcium 250. •

Chromium • •

Cobalt • •

Copper 44.0 46.3
Gold • •

Iron 662. 743.
Lead • •

Lithium • •

Magnesium 206. •

Manganese 54.6 59.1
Mercury • •

Molybdenum • •

Nickel • •

Potassium 2.09 •

Selenium • •

Si1icon • •

Silver • •

Sodium 18.6 •

Strontium • •

Vanadium • •

Zinc 10.8 11.4

SPECIAL TESTS VALUE

ACIDITY 2844. APPROVED BY:

DATE



2381 S. Plaza Dr • P.0. Box 3388 • Rapid City, SD 57709 
(605) 348-0111

/----------------------------------------------------------------------------------------------------------N,

STAN MICHALS 
BROHM MINING CORP.
P.O. BOX 485 
DEADWOOD, SD 57732

I- - ------

SAMPLE NAME: RUBY DUMP
DESCRIPTION:
SAMPLE DATE: 06/20/94

SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19940621208 
06/21/94 
06:30 AM 
06/22/94
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PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, umhos/cm 4730. Aluminum 299. 319.
Hardness 1473. Antimony • •

PH 2.64 Arsenic 1.21 1.23
Solids, Dissolved, mg/1 7150. Bar iim • •

Solids, Suspended, mg/1 20.0 Beryl 1 inn • •

Turbidity, NTU • Boron • •

Cachaium .546 .553
Calcium 250. •

INORGANIC & NONMETALLIC VALUE Chromiim • •

— Cobalt • •

Alkalinity 0.00 Copper 44.0 46.3
Bicarbonate 0.00 Gold • •

Carbonate, mg/1 0.00 Iron 662. 743.
Chloride, mg/1 33.0 Lead •

Cyanide, Total, mg/1’ <.010 Lithium •

Cyanides, WAD, mg/1 ♦ Magnesium 206. •

Cyanide, Free, mg/1 *
• Manganese 54.6 59.1

Fluoride, mg/1 f Mercury • •

Nitrogen, Aumonia, mg/1 9 Molybdenum • •

Nitrogen, Nitrate, mg/1 18.0 Nickel • •

Nitrogen, Nitrite, mg/1 • Potassium 2.09 •

Sulfate, mg/1 4259. Selenium • •

Si 1 icon • •

Silver • •

Sodium 18.6 •

Strontium • •

Vanadium • •

Zinc 10.8 11.4

SPECIAL TESTS 

ACIDITY

VALUE

2844.
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TESTING LABORATORIES. INC.
MKJM TECMNOlOQV oil analysis 
AND ENVIRONMENIAL NESTING

MID-CONTINENT

2381 S Plaza Dr • PO Box 3388 • Rapid City. SD 57709 
(605) 348-0111

s s

STAN MI CHAINS 
11R0IM MINING CORP.
P.O. BOX 485 
DEADWOOD, SD 57732

-

SAMPLE NAME: RUBY DUMP
DESCRIPTION:
SAMPLE DATE: 06/23/94

SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19940628107 

DATE RECEIVED: 06/24/94 
TIME RECEIVED: 04:30 PM 

REPORT DATE: 06/29/94

<

11 \

PHYSICAL PROPERTIES

Conductivity, unhos/cm
Hardness
PH
Solids, Dissolved, mg/1 
Solids, Suspended, mg/1 
Turbidity, NTU

INORGANIC & NON4ETALLIC

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1 
Cyanide, Total, mg/1 
Cyanide, WAD, mg/I 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Anaonia, mg/1 
Nitrogen, Nitrate, mg/1 
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1

VALUE METALS mg/1

4760. Aluminun
1454. Antimony

2.61 Arsenic
6800. Bar i m

16.0 Beryl 1ium

• Boron
Catkiim
Cal cum

VALUE Chromnm
Cobalt

0.00 Copper
0.00 Gold
0.00 I ron

34.0 Lead
<.010 Lithiim

• Maguesi im

• Manganese
• Mercury
• Mo 1 ybdenian

18.6 Nickel
• Potassiim

4297. Selenium
Silicon
Silver
Sodun
Strontiian
Vanadium
Zinc

DISSOLVED TOTAL

289. 304.
•

1.80

a

a

3.02

a

a

a

.568
241.

•

a

a

.574
a

a

47.0 47.5

632.
•

a

724.
a

a

207.
56.4

a

a

a

56.4
a

a

1.94
a

a

a

a

a

a

a

19.3
a

a

a

a

a

a

11.4
a

11.7




